DATA SHEET (@) Kepanut

Tabular alumina

(S CERALIT TA 99
L 3-6 mMm

Typical Testing
value method

Parameter MAX

Chemical composition

Mass fraction Al,03 % 99,5 99,3 GOST 2642.4-97
Mass fraction SiO; % 0,09 0,07 GOST 2642.3-97
Mass fraction Na>O % 0,4 0,3 GOST 2642.11-97
Mass fraction Fe magnetic % 0,025 0,00 Domestic technique

Physical properties

Apparent density glem?® 3,52 3,50
Open porosity % 5,0 3,7 GOST 18847-84
Absorption of water % 1,5 1,0

Grain composition fraction

Percentage
<3 mm 3-6 mm > 6 mm
0-15 % 75-100 % 0-10 %
Packaging: «big-bag» for 1000 - 2000 kg
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